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Table 1 Data obtained through Rietveld refinement of the diffraction data of β-SnWO4
	Rexp
	Rp
	Rwp
	Dstatics
	Wt. Dstatics
	χ2
	

	10.84
	13.73
	18.04
	0.44
	0.56
	2.77
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