
Table 1 Characteristic temperatures derived from Raman-scattering data collected in air.

	T' = 500K 
	● minimum of the  from the c || Ei spectra

	T'' = 650K 
	● minimum of the  from the c  Ei spectraa

	
	● drop in the intensity of the M(1,3)Fe2+O6 and OH stretching modes in the c  Ei spectraa

	
	●RRS in the c || Ei spectra

	T''' ~ 900K
	● dehydrogenation of the entire crystal bulka
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