[bookmark: _GoBack][image: ]
image1.png
Table 2 The results of the resistance properties. The length of the scale bars is 10 mm.

Wet film Resistance property test, rating
thickn
l[ixm]eSS Water, 1 h Alcohol, 1 h Dry heat, 20 min

90 4
180 4
360 4




