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[bookmark: _Toc119057825]Supplementary Fig. 1 |   2D (x, y) snapshots of the innermost layer of C3mpyrFSI IL within 0.60 nm of the Au(111) and graphite (plane) surface. The snapshots were taken at a different applied potential. The uniform constant charge method (CCM) was applied to control electrostatic potential vs PZC.
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Supplementary Fig. 2 | Angular distribution analysis of (a) [C3mpyr]+ and (b) [FSI]– in the innermost layer of IL next to the Au(111) and graphite (plane) surfaces. Angle orientation distribution of cations is analysed for the selected vector () relative to the z axis (z axis is vertical to the electrode surface). Inset: Representation of the selected normal vector () which is vertical to the pyrrolidinium ring. The peaks close to 90° or 0° / 180° stands for the orientation of [C3mpyr]+ ring which is either perpendicular or parallel to the electrode surface, respectively. Angle orientation distribution of anions analysed through vector () which is along of S-N-S bridge of [FSI]–. Its orientation is relative to the z axis (z axis is vertical to the electrode surface) is analysed. The peaks close to 90° or 0° / 180° stands for the S-N-S bridge of [FSI]– which is either parallel or perpendicular to the electrode surface, respectively. The uniform constant charge method (CCM) was applied to control electrostatic potential vs PZC.
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Supplementary Fig. 3 | 2D (x, y) snapshots of the innermost layer of C3mpyrFSI IL with 50 mol% NaFSI within 0.60 nm of the Au(111) and graphite (plane) surface. The snapshots were taken at a different applied potential. The uniform constant charge method (CCM) was applied to control electrostatic potential vs PZC.
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Supplementary Fig. 4 | Angular distribution analysis of (a) [C3mpyr]+ and (b) [FSI]– in the innermost layer of the superconcentrated IL next to the Au(111) and graphite (plane) surfaces. Angle orientation distribution of cations is analysed for the selected vector () relative to the z axis (z axis is vertical to the electrode surface). Inset: Representation of the selected normal vector () which is vertical to the pyrrolidinium ring. The peaks close to 90° or 0° / 180° stands for the orientation of [C3mpyr]+ ring which is either perpendicular or parallel to the electrode surface, respectively. Angle orientation distribution of anions analysed through vector () which is along of S-N-S bridge of [FSI]–. Its orientation is relative to the z axis (z axis is vertical to the electrode surface) is analysed. The peaks close to 90° or 0° / 180° stands for the S-N-S bridge of [FSI]– which is either parallel or perpendicular to the electrode surface, respectively. The uniform constant charge method (CCM) was applied to control electrostatic potential vs PZC.
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Description automatically generated] Supplementary Fig. 5 | Na-FSI coordination analysis through radial distribution function (RDF), g(r), for 50 mol% NaFSI in C3mpyrFSI near the metallic gold electrode. (a) RDF and coordination number (CN) of Li-NFSI coordination were calculated in the innermost layer within 0.6 nm from the Au(111) surface. (b) The RDF and CN of Li-OFSI calculated in the innermost layer within 0.6 nm from the Au(111) surface. The uniform constant charge method (CCM) was applied to control electrostatic potential vs PZC.
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Supplementary Fig. 6 | (a) 2D (x, y) snapshots of the innermost layer of C3mpyrFSI IL with 50 mol% NaFSI within 0.60 nm of the Au(111) and graphite (plane) surface. The snapshots were taken at a different applied surface charge. (b) Number of different ions in the innermost interfacial layer (within 0.6 nm the surface) for C3mpyrFSI with 50 mol% NaFSI at a different surface charge.  (c) Surface charge vs potential plot for C3mpyrFSI IL with 50 mol% NaFSI with the Au(111) and graphite (plane) electrodes

Supplementary Note 1. Molecular dynamic simulation of 50 mol% NaFSI in C3mpyrFSI near metallic and semiconductive electrode with a constant potential method. 
Methods
To estimate the effect of surface polarizability on the accuracy of our MD results with respect to Au(111) and graphite (plane) systems, we conducted constant potential method (CPM) MD simulations. All classical molecular dynamic simulation were conducted using an open-access LAMMPS simulation software package.1 The Canongia Lopes-Padua (CL&P) non-polarizable force field was used in this work for Na+ and C3mpyrFSI ionic liquid.2 The total ion net charge of all cations and anions was scaled down to ±0.7 to account for ion-ion and ion-dipole interactions.2 The Lennard-Jones potential parameters (ε=22.1333 kJ/mol and σ=0.2629 nm) for face-centred cubic Au (111) electrode and (ε= 0.23059 kJ/mol and σ= 0.3412 nm) for in plane translated hexagonal graphite electrode were adopted from literature.3,4 The simulation cell composition and dimensionally of Au(111)| 50 mol% NaFSI in C3mpyrFSI|Au(111) and graphite (plane)| 50 mol% NaFSI in C3mpyrFSI|graphite(plane) were adopted from those of the constant charge method (CCM) MD simulation with Gromacs software package.5 The electrodes were fixed during simulations. A cut-off radius for the Lennard-Jones and Coulombic interactions of 12 Å was used. An NVT annealing process was simulated at first by changing the temperature from 393 K to 700 K for 0.2 ns and kept at 700 K for 2 ns, and then the system was cooled back to 393 K within additional 0.5 ns. The annealing process allows the system to gain sufficient dynamics to obtain a reasonable initial structure for equilibration calculation. Both energies and pressures were checked to determine whether the system reaches the equilibrium. The additional 2.0 ns at 393 K was used for the NVT production run. The Nose-Hoover thermostat with a time constant of 100 fs was used for temperature coupling. A constant potential method (CPM) developed by Reed et al was used to control electrostatic potential between top layers of two electrodes.6 This method keeps constant potential by allowing atomic charges of the electrode to fluctuate (polarizable electrode surface) depending on the neighbouring environment, which is described as a Gaussian function. The Gaussian function parameter of 19.79 nm-1 was used. The charges of electrolytes were kept fixed. The CPM was conducted with the conp module implemented in LAMMPS.7 The 3D-periodic Ewald summation with PPPM method was used to evaluate Coulombic interactions in the slab geometry. The trajectory was written with velocity Verlet algorithm every 1 ps. The data analysis was performed with customized Python script.8

Results and Discussion 

In general, it was found that the implementation of the CPM method does not alternate the conclusion described with an applied potential through the uniform constant charge MD method here as demonstrated in Fig. 1 (main text) and Supplementary Fig. 1-5 shown below. 
The CPM allows electrode surface polarizability which might affect the energy barrier for certain ions to reach the surface.7 In this regard, we decided to estimate the role of electrode material on the interfacial structure of 50 mol% NaFSI in C3mpyrFSI by using CPM MD simulations. As shown in Supplementary Fig. 7-8, the negative Au(111) electrode charging significantly increases the concentration of Na+ and [FSI]– near the surface and decreases the number of [C3mpyr]+. In contrast, the graphite (plane) electrode at these conditions mostly increases the number of [C3mpyr]+ to screen the surface within the innermost layer and the number of  [FSI]– decreases almost twice compared to the system at PZC. The changes in the interfacial Na+ concertation are still minor and within an error compared to that of PZC conditions for both CPM and CCM MD simulations. When a positive potential is applied by using CPM methods the graphite surface still accumulates fewer Na+ in the form of NaxFSIy to screen the positive charge of the electrode compared to that of Au(111). The number of density analysis (Supplementary Fig. 7) also shows closer ion packing in the case of Au(111) surface compared to graphite (plane). The Na-FSI potential-driven coordination changes for Au(111) system within the innermost layer was estimated by RDF analysis (Supplementary Fig. 9). The CPM method shows similar Na+ coordination changes to those found with an applied potential through the CCM case (Supplementary Fig. 5 and Supplementary 9). Based on discussed results, it is fair to conclude that the impact of surface dielectric nature on the interfacial changes of superconcentrated ILs has the same trend for both CPM and CCM MD methods.
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Supplementary Fig. 7 | Interfacial analysis of ionic liquids near Au (111) and graphite (plane) through CPM MD simulations (a–b). (a) Ion number density profiles of [C3mpyr]+, [FSI]–, and Na+ for C3mpyrFSI with 50 mol% NaFSI with (red) Au (111) and (blue) graphite (plane) electrodes at different applied potential vs PZC. Dash line represents the position of electrode surface. (b) Number of different ions in the innermost interfacial layer (within 0.6 nm the surface) for C3mpyrFSI with 50 mol% NaFSI at different potential vs PZC. The PZC stands for uncharged electrode conditions. 
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Supplementary Fig. 8 | 2D (x, y) snapshots of the innermost layer of C3mpyrFSI IL with 50 mol% NaFSI within 0.60 nm of the Au(111) and graphite (plane) surface by using CPM MD simulation. The snapshots were taken at different applied potentials under CPM conditions.
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Supplementary Fig. 9 | Na-FSI coordination analysis of 50 mol% NaFSI in C3mpyrFSI near metallic gold electrode obtained through the constant potential method. (a) Radial distribution function (RDF), g(r), and coordination number (CN) of Li-NFSI calculated in the innermost layer within 0.6 nm from the Au(111) surface with 50 mol% NaFSI in C3mpyrFSI. (b) The RDF and CN analysis of Li-OFSI calculated in the innermost layer within 0.6 nm from the Au(111) surface with 50 mol% NaFSI in C3mpyrFSI. The CPM method was applied to control electrostatic potential vs PZC.
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Supplementary Fig. 10 | Interfacial analysis of triethyl(methyl)phosphonium-based ionic liquids with Au (111) and graphite (plane) through the CCM MD simulations (a–b). (a) Ion number density profiles of [P1222]+, [FSI]–, and Na+ for P1222FSI with 50 mol% NaFSI with (red) Au (111) and (blue) graphite (plane) electrodes at different applied potential vs PZC. Dash line represents the position of electrode surface. (b) Number of different ions in the innermost interfacial layer (within 0.6 nm the surface) for P1222FSI with 50 mol% NaFSI at different potential vs PZC. The PZC stands for uncharged electrode conditions. 
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Supplementary Fig. 11 | 2D (x, y) snapshots of the innermost layer of P1222FSI IL with 50 mol% NaFSI within 0.60 nm of the Au(111) and graphite (plane) surface with triethyl(methyl)phosphonium-based ionic liquids. The snapshots were taken at a different applied potential. The CCM method was applied to control electrostatic potential vs PZC.
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Supplementary Fig. 12 | Visual representation of pbc-DFT cells for NaFSI on the slab of different electrode material. The adsorption energy (Ead) of NaFSI on different surfaces is presented in Fig 1e (main text). 

Supplementary Table 1. Lennard-Jones parameters for different electrode materials adopted from literature
	Element
	Ro, nm
	Epsilon, kJ/mol
	References

	Au
	0.2629
	22.1333
	Ref9

	Li
	0.2800
	9.0000
	Ref10

	Cu
	0.2616
	19.748
	Ref11

	Si
	0.2200
	2.5104 (1.3388)
	Ref12

	C (graphite)
	0.3412
	0.23059
	Ref13

	TiO2
	0.392 (Ti)
0.303 (O)
	0.17154 (Ti) 0.50208 (O)
	Ref14
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Supplementary Fig. 13 | The CCM MD simulation results for 50 mol% NaFSI in C3mpyrFSI near Au and graphite(plane) electrodes with swapped LJ parameters. 2D (x, y) snapshots of the innermost layer of C3mpyrFSI IL with 50 mol% NaFSI within 0.60 nm of the (a) Au(111) electrode with LJ of C and (b) graphite (plane) electrode with LJ of Au at –9.2 μCcm-2. (c) Number of different ions in the innermost interfacial layer (within 0.6 nm the surface) for C3mpyrFSI with 50 mol% NaFSI at at –9.2 μCcm-2.  
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Supplementary Fig. 14 | Cycling voltammetry (CV) on glassy carbon and gold working electrodes with neat and superconcentrated IL. The CV of the first scan taken for neat C3mpyrFSI (Cwater < 78.3 ppm) and C3mpyrFSI with 50 mol% NaFSI (Cwater < 87.9 ppm) with (a) glassy carbon (GC) and (b) gold (Au) electrodes. The CV were performed at 50 ºC with a scan rate of 25 mV·s-1 under Ar atmosphere.
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Supplementary Fig. 15 | Electrochemical data for Cu|50 mol% NaFSI in C3mpyrFSI|Cu cycling. (a) Cu symmetrical cells cycling with 50 mol% NaFSI in C3mpyrFSI at different rate and (b) EIS recorded after final cycle.  The cycled cells were prepared for further XPS analysis of deposition products.
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Supplementary Fig. 16 | High-resolution XPS spectrums for selected elements in examined electrolytes and sodium salt without an electrode material. XPS data for (a) neat C3mpyrFSI, (b) NaFSI, and (c) their NaFSI:C3mpyrFSI mixture (1:1 molar ratio).
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Supplementary Fig. 17 | High-resolution XPS spectra for selected elements of surface composition on NFP and Cu electrodes which were soaked in NaFSI:C3mpyrFSI mixture (1:1 molar ratio) for 24 h. XPS data for (a) NFP and (b) Cu electrodes.
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Supplementary Fig. 18 | High-resolution XPS spectra for selected elements of surface composition on NFP anodes after a final discharge cycle of preconditioning with NaFSI:C3mpyrFSI mixture (1:1 molar ratio) at low and high current density (fixed depth of charge). XPS data for (a) NFP preconditioned at low rate (low current density) of 0.05 mA·cm-2/0.05 mAh·cm-2 and (b) NFP preconditioned at high rate (high current density) of 2.5 mA·cm-2/0.05 mAh·cm-2. Top surface was analysed without Ar+ etching (black line) which was applied to see a depth XPS profile after 1200 s of Ar+ etching (red line).
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Supplementary Fig. 19 | XPS elemental analysis with Ar+ etching for (a) C % and (b) Na % in SEI of NFP and Cu anodes after their symmetrical cell preconditioning cycling with 50 mol% NaFSI in C3mpyrFSI at a different rate (0.05 mA·cm-2/0.05 mAh·cm-2 or 2.5 mA·cm-2/0.05 mAh·cm-2 for NFP, and 0.05 μA·cm-2/0.05 μAh·cm-2 or 2.5 μA·cm-2/0.05 μAh·cm-2 for Cu).
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Supplementary Fig. 20 | XPS elemental depth profile for deposition products on NFP and Cu anodes after a final discharge cycle of preconditioning with NaFSI:C3mpyrFSI mixture (1:1 molar ratio) at low and high current density (fixed depth of charge). XPS elemental depth profile for (a) NFP preconditioned at a low rate (low current density) of 0.05 mA·cm-2/0.05 mAh·cm-2 and (b) NFP preconditioned at a high rate (high current density) of 2.5 mA·cm-2/0.05 mAh·cm-2. XPS elemental depth profile for (c) Cu preconditioned at a low rate (low current density) of 0.05 μA·cm-2/0.05 μAh·cm-2 (with a magnified region in Supplementary Fig. 20e) and (d) Cu preconditioned at a high rate (high current density) of 2.5 μA·cm-2/0.05 μAh·cm-2 (with a magnified region in Supplementary Fig. 20f).
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Supplementary Fig. 21 | High-resolution XPS spectrums for selected elements of surface composition on Cu anodes after a final discharge cycle of preconditioning with NaFSI:C3mpyrFSI mixture (1:1 molar ratio) at low and high current density (fixed depth of charge). XPS data for (a) Cu preconditioned at a low rate (low current density) of 0.05 μA·cm-2/0.05 μAh·cm-2 and (b) Cu preconditioned at a high rate (high current density) of 2.5 μA·cm-2/0.05 μAh·cm-2. Top surface was analysed without Ar+ etching (black line) which was applied to see a depth XPS profile after 1200 s of Ar+ etching (red line).

Supplementary Note 2. Molecular dynamic simulation of 1.0 M NaPF6 in EC:DMC (1:1 by volume) near metallic and semiconductive electrode. 
Methods
The molecular dynamic simulations were conducted with GROMACS software package.5 All electrolytes are equilibrated firstly at both 293, 312 and 393 K for more than 10s ns using the NPT ensemble and the Nose-Hoover and Parrinello-Rahman methods for temperature and pressure coupling. The densities were calculated through additional 7 ns MD trajectory. The pressure is set at 1 bar. The electrostatic interactions were computed using PME methods. An FTT grid spacing of 0.1 nm and cubic interpolation for charge distribution were used to compute electrostatic interaction in reciprocal space. The cut-off distance of 1.2 nm was adopted for electrostatics and van der Waals interactions. The Velocity Verlet integrator was adopted with a time step of 1 fs. All studies were conducted based on classic all-atom molecular dynamic simulation with a non-polarizable force field. The force filed parameters for NaPF6 were taken from literature1516 without charge scaling. The EC and DMC parameters, including description of bonds, angels, and dihedrals were taken from previously reported work for LiPF6 salt in ED:DMC (1:1) system.17 The atomic charges and description of non-bonded interactions for EC and DMC were adopted from other work.18 The charge scaling factor of 0.85 and 0.80 was used for EC and DMC molecules to optimize their mass density profile (Supplementary Table 2). The bulk phase of 1.0 M NaPF6 in EC:DMC (1:1 by volume) was assembled by packing 31 ion pairs of NaPF6 with 204 EC and 204 DMC molecules into cubic simulation box by means Packmol package.19 The calculated densities, listed in Table 6.1, show a good agreement with experimental results2018, with only small error within ±1.22%. The self-diffusion coefficients D of neat solvents were calculated at 298 K, and values of 1.51·10-9 m2 s-1 and 0.27·10-9 m2 s-1 for DMC and EC are very close to experimentally reported NMR results.21 The self-diffusion coefficients D of 1.0 M NaPF6 in EC:DMC (1:1) were calculated at 293 K which are 0.412·10-9 m2 s-1, 0.298·10-9 m2 s-1, 0.034·10-9 m2 s-1, and 0.035·10-9 m2 s-1 for DMC, EC, PF6–, and Na, respectively. Supplementary Fig. 22 shows the radial distribution (RDF) analysis for Na-ion solvation environment in 1.0 M NaPF6 in EC:DMC (1:1) at 293 K, which is similar to the previously reported RDF profile of 1 M LiPF6 in EC:DMC (1:1).2217 Monti et all conducted Raman measurements for 1.0 M NaPF6 in EC:DMC (1:1) to understand Na-ion solvation environment, and solvation number of EC and DMC was found to be 1.49 and 1.23 respectively.20 The solvation number of the anion was not determined. As shown in Supplementary Fig. 22, the coordination number for the first Na-ion solvation shell at the distance of 0.405 nm equals to 1.31 (EC), 1.11 (DMC), and 1.90 (PF6–) which further elucidates a good agreement between our MD results and experimental data. 
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Description automatically generated]Suppementary Fig. 22 | Analysis of Na coordination analysis for 1.0 M NaPF6 in EC:DMC (1:1) at 293 K. a) Radial distribution function (RDF), g(r), and coordination number (CN) for Na-ion solvation shell calculated at 293 K in cin EC:DMC (1:1).  b) Molecular representation for EC, DMC, and PF6– anion with atomic labelling used for the MD calculations.

Supplementary Table 2. Simulation and experimental physical-chemical properties of 1.0 M NaPF6 EC:DMC (1:1) at different temperature. Simulated mass density (g/cm3) and box volume for neat EC, DMC and their 1.0 M NaPF6 EC:DMC (1:1) mixture at 298 and 393 K. The experimental results2018 are given in brackets (*experimental value) and compared with simulation results. The error of density is given in = (DMD-Dexp)/Dexp 100%. 
	T, K
	Density, g cm-3

	
	EC
	∆, %
	Box volume, nm3
	DMC
	∆, %
	Box volume, nm3
	1.0 M NaPF6 EC:DMC (1:1)
	∆, %
	Box volume, nm3

	393
	−
	−
	−
	−
	−
	−
	1.165
	−
	59.20

	312
	1.307
(1.321)*
	-1.06
	39.13
	1.042
	−
	50.21
	1.269
	−
	54.36

	293
	1.326

	−
	38.57
	1.067
(1.069)*
	-0.18
	49.02
	1.292
(1.308)*
	-1.22
	53.35



Later, based on the obtained bulk density at 393 K the electrolyte was confined between Au(111) electrodes and Graphite (plane) electrodes with fixed x and y dimensions to have a separation distance (z) of about 8.8 nm (Supplementary Fig. 23 and Supplementary Table 2). The extra vacuum space of doubled z was added after the second electrode to eliminate periodic artefact images resulting from simulation in slab geometry.23 Before the main production run, an annealing process was simulated by changing the temperature from 393 K to 700 K to 393 K again for a total of 15 ns using an NVT ensemble and the Nose–Hoover thermostat. The annealing procedure allows the system to gain sufficient dynamics to obtain a reasonable initial structure for further calculation. Both energies and pressures were checked to determine whether the system reaches equilibrium. An additional 30-ns production run was performed at 393 K for structural and dynamics analysis. The trajectory file was written every 2 ps. The electrode charging was applied through uniform distribution of elementary charges (constant charge method) in the top layer of Au(111) and Graphite (plane) electrodes to produce relevant electrostatic potential. The electrode potential was determined according to Poisson equation2425 by calculating the electric double layer (EDL) potential drop between two electrodes . The UEDL for uncharged electrode is a potential zero charge (PZC). The electrode potential vs. PZC is defined as . Supplementary Table 3 shows surface charge density applied on the top layer of Au(111) and Graphite (plane) needed to generate relevant electrostatic potential. Trajectories were analysed by MDAnalysis code whenever the respective tool was unavailable in GROMACS.8
Quantum calculation (QC) for dipole moment were carried out with the Gaussian (G09) package using density functional theory (DFT).26 The geometrical structures and vibrational modes of all molecules were calculated at Møller-Plesset second order perturbation theory level (MP2) with a 6-311++G(d,p) basis set in a gas phase.
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Supplementary Fig. 23 | MD setups for 1.0 M NaPF6 in EC:DMC (1:1) with metallic and semiconductive electrodes.  a) MD setup for 1.0 M NaPF6 in EC:DMC (1:1) with Au(111) electrodes at 393 K.  b) MD setup for 1.0 M NaPF6 in EC:DMC (1:1) with graphite (plane) electrodes at 393 K.  

Supplementary Table 3. Details of electrodes charging for 1.0 M NaPF6 in EC:DMC (1:1) studies. Surface charge density (e/nm2) to electrostatic potential (V vs PZC) in MD setups calculated via Poisson equation for the electrostatic drop across the electric-double layer.
	System
	Au (111)
	Graphite (plane)

	Potential, V
	Surface charge, e/nm2

	-1.5 vs PZC
	-0.55
	-0.56

	-0.5 vs PZC
	-0.19
	-0.16

	PZC
	0.00
	0.00

	1.5 vs PZC
	0.43
	0.51



Results and Discussion 

To estimate potential driven changes of commercial electrolyte within the electric-double layer near Au(111) and graphite (basal plane), the electrode/electrolyte interfaces of 1 M NaPF6 in EC:DMC (1:1 v/v) were investigated by means of classical molecular dynamic simulations (MD) without modelling a decomposition process. Two different electrode configurations were modelled, namely, in Au(111)||Au(111) and graphite(basal plane)||graphite(basal plane) as shown Supplementary Fig. 23. 
As shown in Supplementary Fig. 24a, commercial 1 M NaPF6 in EC:DMC (1:1 v/v) demonstrates a typical interfacial layering profile of carbonate-based electrolyte which extends to within a nm from electrode surface to the bulk phase27–29.  The focus is placed on the electrolyte layer next to the negative electrode surface here since its composition directly affects the initial stage of SEI formation. This electrolyte layer contains all ions and solvent species, but in different quantities that respond differently to the applied potential. In contrast to ILs, the commercial carbonate 1 M NaPF6 electrolyte delivers salt component closer to both metallic Au(111) and semiconductive graphite (plane) electrode surfaces upon higher applied potential (Supplementary Fig. 24a and c,  Supplementary Fig. 25). This is due to the absence of competing cationic species at the negative interface, e.g., IL cation, which explains the reason for favourable SEI/morphology formation upon higher negative surface polarization with both metallic and semiconductive electrodes30,31.  The high positive electrode potential also brings more salt competent in NaxPF6y (y > x) form to compensate surface charge, which further elucidates the application of both negative and positive polarization (higher cell voltage) to form favourable, SEI, CEI, and deposition morphology.
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Supplementary Fig. 24 | Interface composition for 1.0 M NaPF6 in EC:DMC (1:1) with metallic and semiconductive electrodes.  a) Number density for the electrolyte species of 1.0 M NaPF6 in EC:DMC (1:1) near Au(111) (right) and near graphite (plane) at different applied potential. Number of species of 1.0 M NaPF6 in EC:DMC (1:1) within 0.6 nm from the b) Au(111) and c) graphite (plane) surface upon different polarization. 
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Supplementary Fig. 25 | Innermost layer composition for 1.0 M NaPF6 in EC:DMC (1:1) with metallic and semiconductive electrodes. a) Snapshot of the innermost layer (0.6 nm from the surface) of 1.0 M NaPF6 in EC:DMC (1:1) near Au(111) (right) and near graphite (plane) at different applied potential. The colour codes of species are as follows: DMC (green), EC (grey), Na+ (blue), PF6– (red).

Regarding solvent molecules, both negative and positive electrode charging brings more EC than DMC to the surface (Supplementary Fig. 24a and c, and Supplementary Fig. 25), and the same trend was observed for 1 M LiPF6 in EC:DMC (1:1) with polarizable and non-polarizable force field28,29. This can be explained due to different structure of solvent molecules, e.g., EC is more compact than DMC which results to higher dipole moment and polarization32 of EC (6.17 D and ε=90.03) to that of DMC (0.23 D and ε=3.10), therefore, EC responses to electric filed more efficiently compared to DMC32. The dominance of EC at the interface explains the formation of alkoxy ROCO2Na and carbonate Na2CO3 components over NaF.33–35  
Similar to ILs, the metallic Au(111) demonstrates stronger van der Waals (VdW) interactions (closer position to the surface) with the whole electrolyte compared to that of graphite (plane) surface, which in particular results in significantly different EC orientation in the innermost layer (Supplementary Fig. 24-26). Specifically, the applying negative -1.5 V vs PZC potential forces EC ring to be parallel to Au(111) and perpendicular to the graphite (plane) surface. As for positive 1.5 V vs PZC potential, the EC ring is completely perpendicular to the graphite (plane) surface and mixed parallel/ perpendicular orientation was found near Au(111) surface. This can be explained by different VdW interactions with the surfaces, namely, Au(111) can keep both positive and negative sites of polar EC molecules due to strong dispersion forces. In contrast, semiconductive graphite (plane) electrode with weak VdW interactions is forced to realize selective EC orientation upon electrostatic adsorption. These findings may have a potential application for electrolyte engineering, where a response to the interface composition from electrostatic potential and near-surface molecular orientation can be tuned by varying an electrode surface and a solvent with certain dielectric properties. 
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Supplementary Fig. 26 | Angular distribution analysis of EC in the inner most layer next to the Au(111) and graphite (plane) surface. Angle orientation distribution of vector () relative to the z axis (z axis is vertical to the electrode surface). The peaks close to 90° and 0° / 180° stands for the EC ring perpendicular or parallel to the electrode surface, respectively. Inset: Representation of the selected normal vector () which is vertical to the EC ring.
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Supplementary Fig. 27 | MD setups for interfacial studies of neat C3mpyrFSI and 50 mol% NaFSI in C3mpyrFSI with metallic and semiconductive electrodes. a) Visual presentation of electrolyte constitutes b) MD setup for 50 mol% NaFSI in C3mpyrFSI with Au(111) electrodes at 393 K.  c) MD setup for 50 mol% NaFSI in C3mpyrFSI with Graphite (plane) electrodes at 393 K.
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Description automatically generated]Supplementary Fig. 28 | The relation between surface charge density (σ) and potential on the electrode for neat C3mpyrFSI and 50 mol% NaFSI in C3mpyrFSI with (a) semiconductive graphite (plane) and (b) metallic Au (111) electrodes. 
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Supplementary Fig. 29 | Circuit model for a differential capacitance study with electrolyte in three-electrodes setup.
[image: Graphical user interface, application

Description automatically generated]
Supplementary Fig. 30 | Phase angle vs log(freq) plot collected at different potentials for (a) neat C3mpyrFSI and (b) 50 mol% NaFSI in C3mpyrFSI with gold working electrode and for (c) neat C3mpyrFSI and (d) 50 mol% NaFSI in C3mpyrFSI with GC working electrode.
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