	Entry
	Sulfoxide
	Time (h)
	Yield (%)
	Mp [Ref] (°C)

	1
	

	1.5
	93
	29-30 35

	2
	

	1
	95
	69-71 35

	3
	

	1
	98
	121-123 35

	4
	

	1.5
	95
	122-124 52

	5
	

	2
	94
	141-143 53

	6
	

	2
	94
	137 35

	7
	

	1.5
	92
	131-133 53

	8
	

	2
	92
	162-164 35

	9
	

	2.5
	94
	171-173 35

	10
	

	2.5
	92
	110-112 35

	11
	[image: ]
	2
	94
	150-152 35

	12
	

	1.5
	95
	29-30 52

	a Reaction conditions: sulfide (1 mmol), H2O2 (0.4 mL), Catalyst (0.05 g), EtOH, 25 °C
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Entry  Sulfoxide  Time (h)  Yield (%)  Mp  [ Ref ]   ( ° C)  

1  

S

CH

3

O

 1.5  93  29 - 30   35  

2  

S

O

 1  95  69 - 71   35  

3  

S

O

 1  98  121 - 123   35  

4  

S

O

H

3

C

 1.5  95  122 - 124   52  
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S

O

Br

 2  94  141 - 143   53  
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O

Br

 2  94  137  35  
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Cl

 1.5  92  131 - 133  53  
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NO
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 2  92  162 - 164   35  
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 2.5  94  171 - 173   35  
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O O

OH

 2.5  92  110 - 112   35  

11   2  94  150 - 152   35  

1 2  
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O

 1.5  95  29 - 30   52  

a  Reaction conditions: sulfide (1 mmol), H 2 O 2   (0.4 mL), Catalyst (0.05 g),  EtOH,  25  ° C  
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