Supplementary Figures
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[bookmark: _GoBack]Supplementary Figure 1. Magnified view of box 2 in Figure 2c.


[image: 附件图2]
Supplementary Figure 2. The supplementary information of 
corrosion morphology of glaze surface. (a)Comparison before and after detachment.(b) State of reflection
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Supplementary Figure 3. Magnified view of box 1 in Figure 10a.
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