Table 6. Independent factors and their levels for the fractional factorial design of OLZ sublingual film
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	Level

	
	High
	Low

	Drying Time
	24hrs
	8hrs

	Glass Plate Size
	7.5 cm
	9 cm

	Polymer type
	HPMC E5
	HPMC 5cPs

	Polymer concentration (HPMC)
	(4% w/v)
	(6% w/v)

	Surfactant concentration (Transcutol HP)
	(2% v/v)
	(6% v/v)

	Plasticizer (PEG 400)
	(2% v/v)
	(7% v/v)



