Table 5. Risk assessment of CMA & CPP based on assigned RPN
	Responses
	Risk exhibiting experimental variables

	CQAs
	Conc of HPMC E5
	Conc of HPMC 50cPs
	Transcutol HP
	PEG 400
	Citric acid
	Water
	Environment
condition

	[bookmark: _GoBack]Weight variation
	H
	H
	M
	M
	L
	L
	L

	Thickness
	H
	H
	M
	L
	L
	L
	L

	Disintegration time
	H
	H
	M
	H
	L
	M
	M

	Content uniformity
	L
	L
	M
	L
	M
	L
	H

	Assay
	M
	M
	L
	L
	M
	L
	H

	Folding endurance
	H
	H
	M
	L
	L
	M
	M



