[bookmark: _Hlk194591088][bookmark: _GoBack]Table 6: Optimized decision variables for IFHS steel using GA
	SI. No
	T
(cycles)
	I
(KA)
	P
(bar)
	FL
(N)
	EL
(mm)

	1
	25
	15
	4.9
	10385.7
	34.3

	2
	25
	15
	5.4
	10428.5
	35.9

	3
	25
	15
	5.5
	10405.8
	35.9

	4
	25
	15
	5.2
	10464.1
	35.4

	5
	25
	15
	4.9
	10404.6
	34.5

	6
	25
	15
	4.8
	10379.0
	34.2

	7
	25
	15
	5.2
	10464.1
	35.4

	8
	25
	15
	5.2
	10461.5
	35.6

	9
	25
	15
	5.2
	10464.1
	35.4

	10
	24.7
	15
	5.3
	10416.2
	35.4



