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Figure S1: Time-dependent relative optical density of S. mitis (top) and S. pneumoniae (bottom) microbes grown in the presence of Ga-MIL-116 (left) or Ga-MIL-116@AgNPs (right). Untreated (0.0 μg/mL) and 20% DMSO treated samples included as negative and positive controls, respectively. Standard deviations of the curves are shown by the respective light gray colored overlay.
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