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Frequency dependence of AC conductivity (σac) and corresponding fittings at various temperatures. Temperature dependence of the real part of the permittivity (ɛ′) at selected frequencies and Nyquist plots of Nd₀.₆Sr₀.₃Ba₀.₁MnO₃ at different temperatures.
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