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Fig. S1 XRD patterns of nickel selenides at different reaction times from NiCl2·6H2O

[image: D:\本科毕业实验\2020届\NI3Se4复合材料的制备和性能研究\6.07-5个sem\6.07-5个sem\4 (1).bmp] [image: D:\本科毕业实验\2020届\NI3Se4复合材料的制备和性能研究\粒径2.tif]
Fig. S2 SEM images and size distribution of Ni3Se4 nanoparticles from NiCl2·6H2O
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Fig. S3 the 2nd cycle CV curve of Ni3Se4/C electrode as both LIBs and SIBs anodes
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