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Table S1. Summary of preparation of solution for toluene for all wt.%
	Weight %
	Conc. Of EVA (g)
	Conc. Of toluene (ml)
	Stirring speed (rpm)
	Temperature (°C)
	Time (min.)
	Total volume

	10wt%
	1.8
	18
	350
	70°C
	35
	20ml

	15wt%
	2.55
	17
	350
	70°C
	35
	20ml

	20wt%
	3.2
	16
	350
	70°C
	37
	20ml

	30wt%
	4.2
	14
	350
	70°C
	40
	20ml




