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SFig. 1 SEM images of TiO2 MRs (image a )   SFig. 1 SEM images of Ag/TiO2 MRs-B (image b)
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SFig. 1 SEM images of TiO2 MRs (image c)  SFig. 1 SEM images of Ag/TiO2 MRs-B (image d)
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 Fig.2 HRTEM image of Ag/TiO2 MRs -B (a)  Fig.2 Corresponding crystalline lattice fringes (b)

Mapping of  Ag/TiO2 MRs -B
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