
Supplementary Figure 1. Bar plots showing the percent degradation (through weight reduction; light blue bars) of LDPE plastics after 60 days of incubation with a the different microbial isolates.  The values represent the mean percent (%) degradation with error bars indicating standard deviation of the replicates for each treatment.
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