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Supplementary Fig.1. Schematic of the MXene synthesis process.



[image: ]
Supplementary Fig.2. Schematic of Mxene/PVA nanofiber fabrication
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Supplementary Fig. 4(a).  FESEM images at different magnification of Ti₃AlC₂ at 200 μm
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Supplementary Fig.5. FESEM images at different magnification of MXene/PVA nanofibers.
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