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Supplementary figure 1 : AFM indentation moduli maps of latewood and earlywood obtained at each of the RH during cycle 3 (sorption and desorption)
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Supplementary figure 2: Fitting of the responses of the indentation moduli to relative humidity according to a three parameter logistic function
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