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	Fig. S1. TEM images of  TiO2 nanoparticles prepared via sol-gel method
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	Fig. S2. TEM images of Au NPS stabilized with citrate
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	Fig. S3. TEM images of Au NPS stabilized by 5-(2-mercaptoethyl)tetrazole
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