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Supplementary Information
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Fig. S1: FT-IR spectrum of polyvinyl alcohol.
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Fig. S2: FT-IR spectrum of PVA/Cu nanocomposite.
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Fig. S3: XRD diffraction pattern of PVA/Cu nanocomposite.
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Fig. S4: FE-SEM image of PVA/Cu nanocomposite
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Fig. S5: EDS spectrum of PVA/Cu nanocomposite.
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