Table 7. A One-Way ANOVA test was conducted to study the significance of the differences in the values of retention force change percentage between the four groups studied in the research sample, according to the number of insertion and removal cycles studied.
	
	Group
	N
	Mean
	Std. Deviation
	Minimum
	Maximum
	F Value
	P Value
	Sig.

	After 1 month
	IV
	5
	-7.31
	5.79
	-15.3
	-1.1
	0.946
	0.442
	NO

	
	III
	5
	-15.33
	9.41
	-31.0
	-5.6
	
	
	

	
	II
	5
	-10.80
	6.98
	-22.8
	-5.5
	
	
	

	
	I
	5
	-10.86
	7.56
	-20.2
	-2.1
	
	
	

	After 6 months
	IV
	5
	-19.81
	6.32
	-29.9
	-13.4
	2.020
	0.152
	NO

	
	III
	5
	-22.23
	9.42
	-36.4
	-13.8
	
	
	

	
	II
	5
	-31.62
	11.29
	-44.9
	-18.6
	
	
	

	
	I
	5
	-29.47
	7.78
	-37.7
	-20.0
	
	
	

	After 1 year
	IV
	5
	-29.03
	6.37
	-40.1
	-24.4
	5.003
	0.012
	Yes


	
	III
	5
	-37.27
	6.16
	-46.5
	-30.0
	
	
	

	
	II
	5
	-46.15
	11.00
	-55.5
	-30.5
	
	
	

	
	I
	5
	-43.39
	5.55
	-48.7
	-34.3
	
	
	

	After 2 years
	IV
	5
	-44.20
	5.16
	-49.2
	-35.6
	6.474
	0.004
	Yes


	
	III
	5
	-50.55
	5.74
	-57.6
	-41.9
	
	
	

	
	II
	5
	-60.66
	7.78
	-70.9
	-50.3
	
	
	

	
	I
	5
	-51.52
	4.69
	-56.9
	-45.7
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 Group  N  Mean  Std.  Deviation  Minimum  Maximum  F  Value  P  Value  Sig.  

After 1  month  IV  5  - 7.31  5.79  - 15.3  - 1.1  0.946  0.442  NO  

III  5  - 15.33  9.41  - 31.0  - 5.6    

II  5  - 10.80  6.98  - 22.8  - 5.5  

I  5  - 10.86  7.56  - 20.2  - 2.1  

After 6  months  IV  5  - 19.81  6.32  - 29.9  - 13.4  2.020  0.152  NO  

III  5  - 22.23  9.42  - 36.4  - 13.8     

II  5  - 31.62  11.29  - 44.9  - 18.6  

I  5  - 29.47  7.78  - 37.7  - 20.0  

After 1  year  IV  5  - 29.03  6.37  - 40.1  - 24.4  5.003  0.012  Yes    

III  5  - 37.27  6.16  - 46.5  - 30.0    

II  5  - 46.15  11.00  - 55.5  - 30.5  

I  5  - 43.39  5.55  - 48.7  - 34.3  

After 2  years  IV  5  - 44.20  5.16  - 49.2  - 35.6  6.474  0.004  Yes    

III  5  - 50.55  5.74  - 57.6  - 41.9    

II  5  - 60.66  7.78  - 70.9  - 50.3  

I  5  - 51.52  4.69  - 56.9  - 45.7  

