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Figure 1SI. Loadings used in the model shown in Figure 5, after PLS compression procedure.  
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Figure 2SI. Loadings from the FT-IR dataset used in the final model shown in Figure 5, main text.
[image: Gráfico

O conteúdo gerado por IA pode estar incorreto.] 
Figure 3SI. Loadings from the FT-Raman dataset used in the final model shown in Figure 5, main text.
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