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Fig.S1 (a) Cast alloy with 0 r/min, (b) Cast alloy with 50 r/min, (c) Cast alloy with 100 r/min, (d) Cast alloy with 150 r/min, (e) Cast alloy with 200 r/min  
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Fig. S2 (a)SEM of cast alloy with 0 r/min, (b)SEM of cast alloy with 50 r/min, (c)SEM of cast alloy with 100 r/min, (d)SEM of cast alloy with 150 r/min, (e)SEM of cast alloy with 200 r/min, (f)SEM of rolling alloy with 0 r/min, (g)SEM of rolling alloy with 50 r/min, (h)SEM of rolling alloy with 100 r/min, (i)SEM of rolling alloy with 150 r/min, (j)SEM of rolling alloy with 200 r/min, (k)XRD of Cast alloy, (l)XRD of rolling alloy, (m)EDS of Ca, (n) EDS of Pb, (o) EDS of Ag
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