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	Type of HFMs
	PES (g)
	PVP (g)
	ZIF8@NH2 - MIL125(Ti) (g)
	NMP (g)

	ZM-0
	20
	2.0
	0
	78

	ZM-1
	20
	2.0
	0.02
	78

	ZM-2
	20
	2.0
	0.06
	78

	ZM-3
	20
	2.0
	0.08
	78



