[image: ][image: ]                           (UV-Visible spectra for Yellow Marigold Flower Dye)






                           ( UV-Visible spectra for Dried Walnut Shells  Dye )
• [image: ][image: ][image: ][image: ]Sodium Hydroxide production at cathode in two Cuboidal-DSSC’s sensitized with Cocktail Dye (of yellow marigold flower petals dye and dried walnut shells dye in 1:1ratio) connected in series in Sunlight after 12 hours:-


· [image: ]Yellow Marigold Flower Petals Dye :-



· Dried Walnut Shells Dye :-
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• Graphical Representation :-

[image: ]Open-circuit voltage [V(oc)] of Cuboidal-DSSC sensitized with Yellow Marigold Flower Dye in Sunlight :-


[image: ]Open-circuit voltage [V(oc)] of Cuboidal-DSSC sensitized with Dried Walnut Shells Dye in Sunlight :-

Open-circuit voltage [V(oc)] of Cuboidal-DSSC sensitized with the Cocktail Dye (of Yellow Marigold Flower Dye and Dried Walnut Shells Dye in 1:1 ratio) in Sunlight :-
[image: ]




image4.jpeg
F





image5.jpeg
e S




image6.jpeg




image7.jpeg




image8.jpeg




image9.jpeg




image10.jpeg




image11.jpeg




image1.jpeg
arc N I : | Noselevet [01

2498
2624
il 621734

[ Lower im0

Wavelength [nm]




image2.jpeg




image3.jpeg




