Highlight
· Organosolv lignin from sugarcane bagasse was firstly converted into p-coumaric acid.
· Ni was selected as a main metal for bimetallic catalyst.
· Ni-Mo/Al2O3 had an excellent catalytic performance on lignin depolymerization. 
· Recyclability test of Ni-Mo/Al2O3 was conducted for three cycles.

