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Supplementary material:
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Fig. S1: The particle size distribution of CQDs.
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Fig.S2: The BJH adsorption curves (a) and the BET surface area plots (b) of the samples.
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Fig. S3: Adsorption capacity of PCN-415-NH₂/CQDs as a function of initial concentration of RhB.






Fig. S4: Pseudo-second-order kinetic model for RhB adsorption on PCN-415-NH2/CQDs.
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Fig. S5: Linearized (a) Langmuir and (b) Freundlich isotherm plots for RhB adsorption.
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Fig. S6: Optimization of RhB photodegradation parameters: (a) PCN-415-NH2/CQDs dosage, (b) initial solution pH, and (c) RhB concentration.
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