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Abstract
Processing-induced reformulation can modify the structural organization of honey-derived food
materials and thereby influence their measurable physical and functional responses. This study
examined Manuka honey reformulation as a food biophysics problem by linking processing-induced
material architecture with thermal, spectral, and diffusion-based antibacterial responses. A commercially
sourced monofloral Manuka honey (MGO 100+) was reformulated into powdered and electrospun forms
using an ambient-condition microcrystalline cellulose-based powdering approach and a PVA-assisted
electrospinning process, respectively. The resulting formulations were compared with the liquid honey.
Morphological, thermal, and spectral properties were characterized by scanning electron microscopy,
thermogravimetric analysis, and Fourier transform infrared spectroscopy. Antibacterial responses were
assessed against six bacterial strains using a disc/pellet diffusion assay, with gentamicin as the positive
control. SEM showed that electrospinning produced a continuous fibrous network, whereas powdering
generated irregular, aggregated, and plate-like particulate structures. TGA and FTIR analyses indicated
formulation-dependent thermal and spectral profiles while retaining honey-associated spectral features.
The electrospun formulation showed the broadest inhibition profile, with the largest zone against
Staphylococcus aureus (26 mm). These responses represent formulation-dependent diffusion outcomes,
linking antibacterial expression with material architecture rather than only intrinsic antibacterial potency.
Overall, the findings indicate that non-thermal powdering and electrospinning generated distinct Manuka
honey architectures with different structure-linked thermal, spectral, and antibacterial response profiles.

1. Introduction
Honey and other bee-derived products are compositionally rich natural materials that contain a wide
range of bioactive compounds associated with antioxidant, antimicrobial, antiviral, anti-inflammatory,
and immunomodulatory effects (Kaya et al., 2021; Şimşek et al., 2017). Beyond their traditional
nutritional and medicinal relevance, these materials have increasingly attracted attention in food
technology, biomaterial design, and functional ingredient development (Rossi & Marrazzo, 2021). Among
bee products, honey is particularly important because it is not only a biologically active natural product
but also a structurally complex food matrix whose physical behavior and functional expression may be
influenced by composition, botanical origin, water–sugar interactions, molecular organization, and
processing history (Dahiya et al., 2024; Nolan et al., 2020). In this context, reformulation of honey into
alternative physical formats provides an opportunity to examine how processing-induced changes in
material architecture may affect measurable structure–property–function relationships.

Manuka honey, in particular, has become one of the most intensively investigated honey types because
of its distinctive antibacterial properties and its relevance as a bioactive food material (Nolan et al.,
2020). It has also been reported that Manuka honey and other regional honeys possess considerable
potential as natural antimicrobial ingredients in food-related and formulation-oriented applications
(Dahiya et al., 2024). For this reason, Manuka honey is increasingly being regarded not only as a
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specialty food product but also as a functional natural material of technological interest (Dahiya et al.,
2024; Lin, 2025).

Variation among honey types is an important consideration in honey research, since different products
may differ markedly in their biochemical composition and functional properties. This point was
illustrated in a recent study on Gezo honeydew honey, in which its phenolic profile and related functional
characteristics were examined in detail (Alparslan et al., 2025). Such findings further indicate that the
biological and technological evaluation of honey should not be generalized, but instead interpreted in
relation to product origin and compositional background (Alparslan et al., 2025; Dahiya et al., 2024).

Honey is also being explored more often in structured material systems and new formulation designs
(Rossi & Marrazzo, 2021; Zainuddin et al., 2025). One reason is practical: these formats may make honey
easier to handle, more stable, and more suitable for incorporation into different material types. Recent
studies have described film-forming systems, composite matrices, and other structured materials
prepared with honey and related bee-derived substances (Dumitru, Ilie, et al., 2025; Dumitru, Neacșu, et
al., 2025; Somwongin et al., 2025). Overall, this line of work reflects a broader effort to develop honey-
based materials with clearer technological value (Lin, 2025).

Interest in nanoscale organization has also increased in food- and bio-based materials research. Recent
studies have shown that biologically relevant matrices can be arranged into defined nanoscale
architectures, underscoring the broader importance of structural design at the micro- and nanoscale in
food-related systems (Demirci et al., 2024).

Converting honey from its liquid state into dry forms has become an increasingly relevant topic in
technological research, particularly because such systems are easier to process and handle than bulk
honey (Maharani et al., 2024; Rosli et al., 2023). Pilot-scale studies have shown that the efficiency and
quality of honey powder production depend strongly on formulation choices and process conditions
(Maharani et al., 2024). Related work using atomization and vacuum drying has further indicated that
liquid honey can be reformulated into dry or encapsulated matrices with improved usability and reduced
limitations linked to viscosity and stickiness (Rosli et al., 2023). Accordingly, the physical form of honey
should be viewed not only as a technological parameter, but also as a factor that may influence its
handling characteristics and functional performance after reformulation (Maharani et al., 2024; Rosli et
al., 2023).

Despite these developments, limited information is available on how the same authenticated Manuka
honey behaves when converted into physically different formulations and evaluated within a single
structure–property–function framework. In particular, the relationship between processing-induced
morphology, thermal behavior, spectral profile, and diffusion-based antibacterial response remains
insufficiently clarified for powdered and electrospun Manuka honey systems. Therefore, this study tested
the hypothesis that non-thermal powdering and electrospinning would generate distinct material
architectures from the same Manuka honey source, and that these architectures would be reflected in
different morphological, thermal, spectral, and antibacterial response profiles. To test this hypothesis,
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liquid, powdered, and electrospun Manuka honey formulations were comparatively characterized using
SEM, TGA, FTIR, and a disc/pellet diffusion assay.

2. Materials and Methods

2.1. Honey sample
A commercially purchased monofloral Manuka honey sample labelled as MGO 100 + was used as the
starting material in this study. Selected physicochemical, authenticity-related, and microbiological
characteristics reported in the supplier-provided certificate of analysis are summarized in Table 1 to
describe the sample used for reformulation. Before use, the honey was stored at room temperature in a
dry environment and protected from direct light.

Table 1
Supplier-reported quality characteristics of the honey sample used in the study

Parameter Specification Result Unit

Honey type Monofloral Monofloral –

Moisture content ≤ 20 18 %

Hydroxymethylfurfural (HMF) ≤ 40 10.6 mg/kg

Methylglyoxal (MGO) ≥ label claim (100+) 180 mg/kg

Tutin ≤ 0.70 < 0.01 mg/kg

3-Phenyllactic acid (3-PLA) ≥ 400 (monofloral) 460 mg/kg

2-Methoxyacetophenone (2-MAP) ≥ 5 (monofloral) 6.7 mg/kg

2-Methoxybenzoic acid (2-MB) ≥ 1 5.2 mg/kg

4-Hydroxyphenyllactic acid (4-HPA) ≥ 1 4.5 mg/kg

Manuka pollen DNA < Cq 36 22.07 Cq

Mould < 1000 < 10 cfu/g

Yeast < 2500 2300 cfu/g

2.2. Preparation of powdered Manuka honey
To obtain Manuka honey in powdered form under ambient conditions, a microcrystalline cellulose
(MCC)-based non-thermal approach was used. In this formulation, water-insoluble MCC served as the
carrier matrix, providing a surface for adsorption and physical incorporation of honey components.
Liquid Manuka honey (10 g) was mixed with microcrystalline cellulose (MCC, 4 g) until a homogeneous
blend was obtained. This proportion was selected to provide sufficient powder formation, acceptable
flow behavior, and handling stability while maintaining a relatively high honey content. The resulting
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material was then placed in open glass containers and kept under ambient laboratory conditions (22–
25°C) in a dry environment protected from direct light. To support gradual incorporation of honey into the
cellulose matrix and to promote uniform drying, the mixture was mechanically stirred 3–4 times per day.
Drying was carried out under room-temperature conditions without thermal treatment, forced air, or
auxiliary drying equipment, and the process continued for approximately two weeks until a free-flowing
powdered structure without visible agglomeration was obtained, consistent with the previously
described non-thermal powdering approach (Kaya, 2023). For antimicrobial testing, the powdered honey
formulation was shaped into pellets with a diameter of 5 mm. The powdered Manuka honey was
subsequently kept under dry laboratory conditions at ambient temperature until further analysis.

2.3. Preparation of electrospun nano Manuka honey
formulation
The electrospun Manuka honey formulation was produced by PVA-assisted electrospinning. A 12%
polyvinyl alcohol (PVA) solution was first prepared in pure water at 75°C for 3 h under magnetic stirring
at 250 rpm, and the Manuka honey sample was then incorporated into the polymer solution to obtain the
electrospinning mixture. The final electrospinning mixture contained honey at 70% (w/v) and was
homogenized at 300 rpm for 4 h. The prepared solution was electrospun at a flow rate of 0.300 mL/h,
under an applied voltage of 13.5 kV, with a 9.5 cm tip-to-collector distance. The nanofibrous material was
collected on oiled paper placed on the collector surface. An electrospinning device (0–30 kV, 0–1.0 mA;
Faraday Electric and Electronics Ltd., Erzurum, Türkiye) and an injection pump (Harvard Apparatus 11
Plus, Holliston, MA, USA) were used. For antibacterial testing, the electrospun nano Manuka honey
formulation was cut into 5 mm discs.

2.4. Morphological and physicochemical characterization

2.4.1. Light microscopy
The powdered Manuka honey formulation was examined using a trinocular light microscope imaging
system (Olympus BX43 equipped with an SC180 camera system, Japan) to document its macro- to
micro-scale particulate appearance after non-thermal powdering. Representative images were recorded
to support visual assessment of particle aggregation, heterogeneity, and powder-like structural
organization.

2.4.2. Scanning electron microscopy (SEM)
The morphology of the electrospun nano and powdered Manuka honey formulations was examined by
scanning electron microscopy (SEM). SEM analyses were performed using a JEOL JSM 6510 instrument
at Bingöl University Application and Research Center. Electrospun samples were observed under low-
vacuum conditions at an approximate working distance of 12 mm and an accelerating voltage of 7 kV.
SEM micrographs were examined using the ImageJ software for qualitative morphological assessment.

2.4.3. Thermogravimetric analysis (TGA)
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Thermal behavior of the samples was evaluated by thermogravimetric analysis (TGA) using a
STA6000/8000 thermogravimetric analyzer (PerkinElmer, USA). Measurements were carried out over the
temperature range of 30–600°C at a heating rate of 10°C/min under a nitrogen atmosphere.

2.4.4. Fourier transform infrared spectroscopy (FTIR)
Functional group analysis was performed by Fourier transform infrared spectroscopy (FTIR) using a
PerkinElmer Spectrum 100 FT-IR spectrometer. Spectra were recorded in the range of 450–4000 cm⁻¹ at
a resolution of 4 cm⁻¹. The instrument was equipped with an MCT detector and a CSI optics/TGS
system.

2.5. Microorganisms and diffusion-based antibacterial
response assay
Antibacterial responses were assessed against six bacterial strains, comprising three Gram-positive
species (Staphylococcus aureus, Streptococcus pneumoniae, and Enterococcus faecium) and three Gram-
negative species (Escherichia coli, Salmonella typhimurium, and Serratia marcescens). These reference
strains were obtained from the culture collection of Atatürk University. The strains were first revived in
Nutrient broth (Merck 1.05443) and then adjusted to a final concentration of 10⁶ CFU/mL (OD600 = 0.02
Abs). The resulting suspensions were spread onto Nutrient agar plates (Merck 1.05450). For
antimicrobial comparisons, the applied amount of Manuka honey was standardized across formulations
on a mass basis. Liquid honey was applied at 10 µL per plate, corresponding to approximately 14 mg of
honey. Since the powdered formulation contained 71.4% (w/w) honey (10 g honey in 14 g total
formulation), each 5 mm powdered pellet was adjusted to a total mass of 19.6 mg to provide
approximately 14 mg of honey. Electrospun nano Manuka honey discs were prepared in 5 mm diameter
and used on an approximately equivalent honey-loading basis relative to the other tested formulations.
For antibacterial testing, liquid Manuka honey was applied directly to the inoculated Petri dishes as a
single drop. Powdered honey was evaluated in pellet form (5 mm diameter), whereas electrospun nano
Manuka honey was tested as disc-shaped material of the same diameter obtained on oiled paper.
Gentamicin solution served as the positive control and was applied using the disc diffusion method
under the same assay conditions. After application of the test materials, the inoculated plates were
incubated under anaerobic conditions at 37°C for 24 h. All assays were carried out in triplicate using
three parallel applications prepared from the same batch, and inhibition zone diameters were measured
in millimeters. Although the applied honey amount was standardized across formulations on a mass
basis, the tested materials differed in physical presentation, namely a liquid drop, a powdered pellet, and
an electrospun disc. Therefore, the disc/pellet diffusion assay was used as a comparative screening
method for formulation-level antibacterial response under diffusion-based conditions. Inhibition-zone
diameter was not interpreted as a direct measure of intrinsic antibacterial potency, because it may also
be affected by matrix architecture, surface exposure, hydration, and diffusion behavior.

2.6. Statistical analysis
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All antibacterial assays were performed in triplicate using parallel applications prepared from the same
formulation batch, and inhibition-zone diameters were recorded in millimeters. The assay was designed
as a comparative formulation-level screening approach rather than as a quantitative potency-ranking
test. Because the tested materials differed in physical presentation, surface contact with the agar,
hydration behavior, and diffusion mode, inhibition-zone diameters were not subjected to inferential
statistical comparison intended to determine intrinsic antibacterial potency. Instead, the data were
evaluated descriptively to identify formulation-dependent antibacterial response patterns across
bacterial strains. This approach was adopted to avoid overinterpreting inhibition zones produced by
physically different test formats, namely liquid honey drops, compressed powdered honey pellets, and
electrospun honey-containing discs, as fully equivalent quantitative measurements.

3. RESULTS

3.1. Morphological characterization
Macro- and micro-scale morphological examination showed that MCC-assisted non-thermal powdering
converted liquid Manuka honey into a dry, particulate, and structurally heterogeneous material (Fig. 1).
The powdered formulation displayed irregular particle aggregates with a broad size distribution,
indicating that the MCC matrix provided a solid carrier framework for organizing honey into a powder-like
architecture. SEM analysis further demonstrated that the two reformulation strategies produced clearly
distinct material organizations from the same Manuka honey source (Fig. 2). The electrospun
formulation formed a continuous fibrous network across the observed area, whereas the powdered
formulation exhibited irregular, discontinuous, agglomerated, and plate-like particulate structures. These
morphological differences show that powdering and electrospinning did not merely change the physical
appearance of honey; rather, they generated two different material architectures with distinct surface
organization and structural hierarchy.

3.2. Thermal characterization
The thermal profiles of the powdered and electrospun Manuka honey formulations demonstrated
formulation-dependent mass-loss behavior over the 30–600°C range (Fig. 3). Both samples showed
progressive thermal decomposition, with the main mass-loss region occurring approximately between
220 and 380°C. The electrospun formulation decreased from nearly 100% to approximately 19% residual
mass at 600°C, whereas the powdered formulation decreased from about 89–90% to approximately 22–
23%. Differences in initial mass level, curve trajectory, main degradation behavior, and final residue
indicate that the two formulations had distinct thermal responses. The convergence and crossing of the
curves around 270–280°C further supports the presence of formulation-specific thermal behavior. These
findings show that the material architectures generated by MCC-assisted powdering and PVA-assisted
electrospinning were reflected not only in morphology but also in thermal mass-loss characteristics.

3.3. FTIR spectral characterization
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FTIR spectral characterization confirmed that both reformulated Manuka honey systems retained major
honey-associated spectral features while displaying formulation-dependent spectral differences (Fig. 4).
The powdered formulation showed a broad absorption band around 3271 cm⁻¹, together with bands near
2935 and 1643 cm⁻¹. The electrospun formulation exhibited a distinct band near 2988 cm⁻¹. In the
fingerprint region, strong bands were observed around 1010 cm⁻¹ for the powdered formulation and
around 1008 cm⁻¹ for the electrospun formulation, consistent with carbohydrate-rich honey matrices.
The preservation of these spectral features indicates that the principal honey-related functional group
profile remained detectable after reformulation. At the same time, differences in band position and
intensity show that MCC-assisted powdering and PVA-assisted electrospinning created different
molecular environments within the final material structures.

3.4. Antibacterial responses
The diffusion-based antibacterial response profiles of liquid, powdered, and electrospun Manuka honey
formulations are presented in Table 2 and Fig. 5. The tested preparations produced formulation- and
strain-dependent inhibition patterns. Among Gram-positive bacteria, the electrospun formulation showed
its highest response against Staphylococcus aureus, with an inhibition zone of 26 mm, compared with 15
mm for liquid honey, 9 mm for powdered honey, and 17 mm for gentamicin. Against Streptococcus
pneumoniae, liquid and electrospun Manuka honey produced equal inhibition zones of 14 mm, whereas
powdered honey produced an 8 mm zone and gentamicin produced a 16 mm zone. For Enterococcus
faecium, the inhibition zones were 11 mm for both liquid and powdered honey, 16 mm for the
electrospun formulation, and 22 mm for gentamicin.

Among Gram-negative bacteria, Escherichia coli showed inhibition zones of 9, 6, 12, and 13 mm for liquid
honey, powdered honey, electrospun honey, and gentamicin, respectively. A similar pattern was observed
for Salmonella typhimurium, with inhibition zones of 10, 6, 11, and 22 mm. Serratia marcescens showed a
more limited response to honey-based formulations; liquid and electrospun Manuka honey produced
inhibition zones of 9 and 7 mm, respectively, whereas powdered honey produced no detectable inhibition
zone and gentamicin produced a 24 mm zone. Overall, the electrospun formulation displayed the
broadest measurable inhibition profile under the applied diffusion assay conditions. These results
demonstrate that reformulation of the same Manuka honey source into distinct physical architectures
produced different antibacterial response profiles across the tested bacterial strains.
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Table 2
Formulation-dependent diffusion-based antibacterial response profiles of liquid, powdered, and

electrospun Manuka honey against selected bacterial strains
Bacterial Strains Liquid

Manuka
honey

Powdered
Manuka honey Electrospun

Manuka honey

Gentamicin

Gram-positive        

Staphylococcus
aureus

15 9 26 17

Streptococcus
pneumoniae

14 8 14 16

Enterococcus
faecium

11 11 16 22

Gram-negative        

Escherichia coli 9 6 12 13

Salmonella
typhimurium

10 6 11 22

Serratia marcescens 9 – 7 24

– indicates that no detectable inhibition zone was observed.

4. Discussion
The present study positions Manuka honey reformulation within a structure–property–function
framework rather than treating it only as a conventional antibacterial screening model. Manuka honey is
widely regarded as a distinctive antibacterial honey, and recent literature has continued to emphasize its
relevance particularly against problematic Staphylococcus species (Onyango & Liang, 2024). At the same
time, honey bioactivity is not attributed to a single determinant, because its antibacterial profile is
shaped by physicochemical characteristics, floral origin, and overall bioactive composition (Al-Kafaween
et al., 2023). This broader compositional framework remains important when interpreting the present
findings, as region-based analytical work has shown that honey composition can vary substantially
according to production area (İzol et al., 2021), while studies from other geographical settings have
likewise demonstrated close links between physicochemical profile, microbiological quality, and
antibacterial performance in natural honeys (Luca et al., 2025). A similar composition-dependent pattern
has also been documented in other bee-derived products, where biological response varies according to
matrix properties and experimental context (Kaya et al., 2025). In the present study, however, the main
contribution is not another compositional comparison of honey sources, but the demonstration that the
same monofloral Manuka honey can express different morphological, thermal, spectral, and antibacterial
response profiles when reorganized into different physical architectures.
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The morphological, thermal, and spectral findings collectively show that MCC-assisted powdering and
PVA-assisted electrospinning generated distinct material architectures from the same honey matrix. As
shown in Fig. 2, SEM images revealed a fibrous, interconnected morphology in the electrospun
formulation, whereas powdered Manuka honey showed irregular, agglomerated, non-fibrous, plate-like,
and particulate structures. These differences were also reflected in the TGA and FTIR profiles shown in
Figs. 3 and 4, indicating that the two processing routes affected not only the external form of the
material but also its measurable thermal and spectral behavior. This interpretation agrees with recent
studies indicating that both drying method and botanical origin can affect the physicochemical and
potentially bioactive properties of honey powders (Cantero et al., 2023). Other reports have shown that
antioxidant, antimicrobial, and anti-inflammatory properties may vary with the powdering method and
carrier system used (Osés et al., 2022), while carrier selection itself can influence the development and
final properties of freeze-dried honey powders (Ganaie et al., 2021). Likewise, freeze-drying, vacuum-
drying, foam-mat drying, and spray-drying have been shown to produce honey powders with different
structural and technological characteristics, leading to different functional outcomes (Chandrakar et al.,
2024; Jiamjariyatam et al., 2024; Toniazzo et al., 2023). Mixture-design studies have further shown that
both botanical origin and processing strategy influence hydration-related behavior in honey-based
powder ingredients (Rivero et al., 2021). The present study extends this discussion by comparing two
fundamentally different structuring routes, powdering and electrospinning, within the same
authenticated Manuka honey source.

The electrospun formulation represents the nanoscale structuring route within this comparative design.
Fibrous honey-containing materials have been reported to show organized structural features in mesh-
like formats (Matharu et al., 2022), while Manuka-honey-loaded matrices have also been described as
carrier systems with retained antibacterial activity (Mitchell et al., 2023). In the present study,
electrospinning converted Manuka honey into a continuous fibrous material architecture that was clearly
different from the particulate MCC-supported powder structure. This distinction is central to the novelty
of the study because it links a monofloral honey matrix with two different material organizations and
evaluates their corresponding thermal, spectral, and antibacterial response profiles. The combination of
fibrous morphology, retained honey-associated FTIR features, distinct thermal behavior, and broad
measurable antibacterial response identifies the electrospun formulation as a structurally differentiated
honey-derived food material.

Within this structure–property–function framework, the antibacterial results presented in Table 2 provide
the functional response dimension of the study. Manuka honey retained measurable antibacterial activity
after conversion into powdered and electrospun forms, although the extent of inhibition varied according
to formulation type and bacterial strain. The electrospun formulation produced the largest inhibition
zone against Staphylococcus aureus, whereas powdered Manuka honey generally showed lower
inhibition values and no visible zone against Serratia marcescens. This strain-dependent variation is
consistent with previous reports showing that the antibacterial activity of varietal and unifloral honeys
can differ substantially among target microorganisms, including chronic wound isolates, respiratory
pathogens, and biofilm-associated bacteria (Balázs et al., 2023; Koloh et al., 2024; Nagy-Radványi et al.,
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2024). Similar observations have also been reported for multidrug-resistant pathogens, where some
honeys remain active against clinically challenging organisms while still showing organism-specific
response patterns (Bazaid et al., 2022). In the present study, the use of the same Manuka honey source
across liquid, powdered, and electrospun formats emphasizes that the observed antibacterial response
profiles are strongly connected with the formulation architecture created by processing.

The diffusion assay is particularly informative for this study because it captures how differently
structured formulations express antibacterial responses at the agar interface. Reviews of honey
antibacterial testing have shown that agar diffusion assays are valuable for comparative screening, while
inhibition-zone diameter may also reflect diffusion-related behavior, especially when physically different
materials are compared (Hossain et al., 2022). This point is directly relevant here because liquid honey,
powdered honey pellets, and electrospun discs represent different material formats produced from the
same Manuka honey source. For the powdered formulation, microcrystalline cellulose was incorporated
as a carrier to obtain a solid honey matrix (Kaya, 2026). For the electrospun formulation, the fibrous
architecture provides a distinct surface organization compared with the compressed particulate pellet.
Electrospun medicated nanofibers have been reviewed as structured fibrous systems relevant to
material-based delivery applications (Liu et al., 2021). Therefore, the inhibition zones observed in this
study are best understood as integrated formulation responses shaped by honey-derived antibacterial
activity, matrix architecture, surface organization, hydration behavior, and diffusion pathways.

Taken together, the study provides a comparative food biophysics framework for understanding how
Manuka honey behaves after transformation into powdered and electrospun material formats. The
originality of the work lies in evaluating the same monofloral Manuka honey source across three physical
presentations and linking the resulting morphological, thermal, spectral, and antibacterial profiles within
a single formulation-centered design. The findings show that processing route is a determining factor in
the final material behavior of honey-derived systems. This is relevant not only for powdered and
electrospun honey development but also for the broader design of structured food materials in which
physical organization governs measurable functionality.

5. Conclusion
This study demonstrated that the same monofloral Manuka honey source can be transformed into
structurally and functionally distinct material formats through MCC-assisted non-thermal powdering and
PVA-assisted electrospinning. The powdered formulation exhibited a dry, particulate, agglomerated, and
plate-like architecture, whereas the electrospun formulation formed a continuous fibrous network. These
morphological differences were accompanied by formulation-dependent thermal mass-loss behavior
and FTIR spectral variation, while major honey-associated spectral features remained detectable after
processing.

The diffusion-based antibacterial assay further showed that reformulation altered the observable
antibacterial response profile across bacterial strains. The electrospun formulation produced the
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broadest measurable inhibition profile, with the highest response against Staphylococcus aureus,
whereas the powdered formulation showed a different and generally lower inhibition pattern. These
differences indicate that the physical architecture of the formulation contributes to how Manuka honey
expresses antibacterial functionality under diffusion-based conditions.

Overall, the findings establish a structure–property–function framework for powdered and electrospun
Manuka honey formulations. By linking processing-induced morphology with thermal, spectral, and
antibacterial response profiles, the study highlights formulation architecture as a key determinant of the
measurable behavior of honey-derived food materials. This provides a food biophysics-oriented basis for
the further development of structured honey systems with defined material and functional properties.

Declarations

Competing interests
The author declares that there are no competing interests.

Funding
No funding was received for this study.

Author Contribution
E.K. conceived and designed the study, performed the experiments, analyzed and interpreted the data,
prepared the figures and tables, wrote and revised the manuscript, and approved the final version.

Acknowledgements
The author thanks the Bingöl University Bee and Natural Products Research and Development (R&D) and
Product Development (Ur-Ge) Application and Research Center for its support.

Data Availability
The data generated and analyzed during the current study are available from the corresponding author
upon reasonable request.

References

Page 12/19



1. M.A. Al-Kafaween, M. Alwahsh, A.B. Mohd Hilmi, D.H. Abulebdah, Physicochemical Characteristics
and Bioactive Compounds of Different Types of Honey and Their Biological and Therapeutic
Properties: A Comprehensive Review. Antibiotics. 12(2), 337 (2023).
https://doi.org/10.3390/antibiotics12020337

2. B. Alparslan, A. Demirci, C. Birinci, Y. Tekintaş, S. Kolaylı, Biochemical characterization and functional
properties of gezo honeydew honey derived from Salix spp. in Eastern Anatolia. J. Food Meas.
Charact. 2025 20:1(1), 606–620 (2025). https://doi.org/10.1007/s11694-025-03677-w. 20

3. V.L. Balázs, L. Nagy-Radványi, E. Bencsik-Kerekes, R. Koloh, D. Szabó, B. Kocsis, M. Kocsis, Á. Farkas,
Antibacterial and Antibiofilm Effect of Unifloral Honeys against Bacteria Isolated from Chronic
Wound Infections. Microorganisms 2023. 11(2) (2023).
https://doi.org/10.3390/microorganisms11020509. 11

4. A.S. Bazaid, A. Aldarhami, M. Patel, M. Adnan, A. Hamdi, M. Snoussi, H. Qanash, M. Imam, M.K.
Monjed, A.M. Khateb, (2022). The Antimicrobial Effects of Saudi Sumra Honey against Drug
Resistant Pathogens: Phytochemical Analysis, Antibiofilm, Anti-Quorum Sensing, and Antioxidant
Activities. Pharmaceuticals 2022, Vol. 15, 15(10). https://doi.org/10.3390/ph15101212

5. L. Cantero, L. González-Ceballos, S. Vallejos, G. Puertas, M.A. Fernández-Muiño, M.T. Sancho, S.M.
Osés, Impact of the Drying Procedure and Botanical Origin on the Physico-Chemical and Potentially
Bioactive Properties of Honey Powders. Foods. 12(21) (2023).
https://doi.org/10.3390/FOODS12213990/S1

6. N. Chandrakar, S. Padhi, S.S. Saraugi, R. Sehrawat, A. Singh, W. Routray, Whey protein and
maltodextrin conjugated foam-mat dried honey powder: Functional, physicochemical, structural,
rheological and thermal characterization. Chem. Eng. Res. Des. 209(9), 367–379 (2024).
https://doi.org/10.1016/j.cherd.2024.08.015

7. D. Dahiya, C. Mackin, P.S. Nigam, D. Dahiya, C. Mackin, P.S. Nigam, Studies on bioactivities of
Manuka and regional varieties of honey for their potential use as natural antibiotic agents for
infection control related to wound healing and in pharmaceutical formulations. AIMS Microbiol.
2024. 2(2), 288–310 (2024). https://doi.org/10.3934/microbiol.2024015. 10

8. A. Demirci, E. Ocak, Z. Ceylan, A new nanobiotechnology material for yogurt samples: Characterized
nanotubes-Streptococcus thermophilus and Lactobacillus delbrueckii bulgaricus. Food Bioscience.
59(4), 104178 (2024). https://doi.org/10.1016/j.fbio.2024.104178

9. C.D. Dumitru, C.I. Ilie, I.A. Neacsu, L. Motelica, O.C. Oprea, A. Ripszky, S.M. Pițuru, B. Voicu Bălașea, F.
Marinescu, E. Andronescu, Antimicrobial Composite Films Based on Alginate–Chitosan with Honey,
Propolis, Royal Jelly and Green-Synthesized Silver Nanoparticles. Int. J. Mol. Sci. 2025. 26(14)
(2025). https://doi.org/10.3390/ijms26146809. 26

10. C.D. Dumitru, I.A. Neacșu, O.C. Oprea, L. Motelica, V. Balasea, B. Ilie, C.I. Marinescu, F. Ripszky, A.
Pituru, S. M., E. Andronescu, Biomaterials Based on Bee Products and Their Effectiveness in Soft
Tissue Regeneration. Mater. 2025. 18(12) (2025). https://doi.org/10.3390/ma18122689. 18

Page 13/19



11. T.A. Ganaie, F.A. Masoodi, S.A. Rather, A. Gani, Exploiting maltodextrin and whey protein isolate
macromolecules as carriers for the development of freeze dried honey powder. Carbohydr. Polym.
Technol. Appl. 2, 100040 (2021). https://doi.org/10.1016/J.CARPTA.2021.100040

12. M.L. Hossain, L.Y. Lim, K. Hammer, D. Hettiarachchi, C. Locher, A Review of Commonly Used
Methodologies for Assessing the Antibacterial Activity of Honey and Honey Products. Antibiot.
2022. 11(7) (2022). https://doi.org/10.3390/antibiotics11070975. 11

13. E. İzol, E. Kaya, D. Karahan, Investigation of Some Metals in Honey Samples Produced in Different
Regions of Bingöl Province by ICP-MS. Mellifera. 21(1), 1–17 (2021)

14. R. Jiamjariyatam, O. Mekkerdchoo, P. Phucharoenrak, L. Zheng, R. Jiamjariyatam, O. Mekkerdchoo, P.
Phucharoenrak, L. Zheng, Effects of freeze-drying and vacuum-drying on the quality, total phenolic
contents, and antioxidant activities of bee honey in northern Thailand. AIMS Agric. Food 2024. 2(2),
430–444 (2024). https://doi.org/10.3934/AGRFOOD.2024025. 9

15. E. Kaya, (2023). Production of powdered honey with preserved natural content and production of
instant coffee with powdered honey. Patent Application No.2023/006991

16. E. Kaya, Antimicrobial activity assessment of an innovative powdered honey production approach: a
comparative study. Uludag Bee J. 26, 1–13 (2026). https://doi.org/10.31467/uluaricilik.1849662

17. E. Kaya, E. İzol, M. Gürçay, H. Şİmşek, (2021). Propolisin Koronavirüs lere Karşı Potansiyel Etkileri
Potential Effects of Propolis Against Coronaviruses. 10(2), 303–311.
https://doi.org/https://doi.org/10.46810/tdfd.855012

18. E. Kaya, H. Şimşek, A. Ulucan, M. Bahaeddin, (2025). Natural shield against arsenic threat: potential
of royal jelly to protect rat liver againts sodium arsenite toxicity. Environmental Science and Pollution
Research, 0123456789. https://doi.org/10.1007/s11356-025-36974-4

19. R. Koloh, V.L. Balázs, L. Nagy-Radványi, B. Kocsis, E.B. Kerekes, M. Kocsis, Á. Farkas, Chestnut
Honey Is Effective against Mixed Biofilms at Different Stages of Maturity. Antibiot. 2024. 13(3)
(2024). https://doi.org/10.3390/antibiotics13030255. 13

20. P.J. Lin, Therapeutic Potential of Manuka Honey Microbubble Dressing in Wound Management. Adv.
Mater. Interfaces. 12(9), 2400769 (2025). https://doi.org/10.1002/admi.202400769

21. X. Liu, H. Xu, M. Zhang, D.G. Yu, Electrospun Medicated Nanofibers for Wound Healing. Rev.
Membranes 2021. 11(10) (2021). https://doi.org/10.3390/membranes11100770. 11

22. L. Luca, D. Pauliuc, F. Ursachi, M. Oroian, Physicochemical parameters, microbiological quality, and
antibacterial activity of honey from the Bucovina region of Romania. Sci. Rep. 2025. 15:1(1), 4358
(2025). https://doi.org/10.1038/s41598-025-88613-0. 15

23. A.R. Maharani, L.E. Radiati, A. Susilo, F. Jaya, A. Lastriyanto, D. Masyithoh, (2024). Formulation
optimisation for pilot-scale honey powder production: A response surface methodology and central
composite design approach. Https://Cjfs.Agriculturejournals.Cz/Doi/10.17221/215/2023-CJFS.Html,
42(1), 45–54. https://doi.org/10.17221/215/2023-CJFS

24. R.K. Matharu, J. Ahmed, J. Seo, K. Karu, M.A. Golshan, M. Edirisinghe, L. Ciric, Antibacterial
Properties of Honey Nanocomposite Fibrous Meshes. Polym. 2022. 14(23) (2022).

Page 14/19



https://doi.org/10.3390/polym14235155. 14

25. K. Mitchell, S.S. Panicker, C.L. Adler, G.A. O’Toole, K.R. Hixon, Antibacterial Efficacy of Manuka
Honey-Doped Chitosan-Gelatin Cryogel and Hydrogel Scaffolds in Reducing Infection. Gels 2023.
9(11) (2023). https://doi.org/10.3390/gels9110877. 9

26. L. Nagy-Radványi, V.L. Balázs, B. Kocsis, E. Csikós, V.D. Ángyán, P. Szabó, V. Biró, M. Kocsis, Á.
Farkas, Antibacterial activity of Hungarian varietal honeys against respiratory pathogens as a
function of storage time. Sci. Rep. 2024. 14:1(1), 10200 (2024). https://doi.org/10.1038/s41598-
024-60961-3. 14

27. V.C. Nolan, J. Harrison, J.E.E. Wright, J.A.G. Cox, Clinical Significance of Manuka and Medical-Grade
Honey for Antibiotic-Resistant Infections: A Systematic Review. Antibiot. 2020. 9(11), 1–24 (2020).
https://doi.org/10.3390/antibiotics9110766. 9

28. L.A. Onyango, J. Liang, Manuka honey as a non-antibiotic alternative against Staphylococcus spp.
and their small colony variant (SCVs) phenotypes. Front. Cell. Infect. Microbiol. 14, 1380289 (2024).
https://doi.org/10.3389/fcimb.2024.1380289

29. S.M. Osés, L. Cantero, G. Puertas, M.Á. Fernández-Muiño, M.T. Sancho, Antioxidant, antimicrobial
and anti-inflammatory activities of ling-heather honey powder obtained by different methods with
several carriers. LWT. 159, 113235 (2022). https://doi.org/10.1016/J.LWT.2022.113235

30. R.C. Rivero, D.A. Archaina, C.M. Busquet, B. Coronel, B. M., V.M. Busch, Development of a honey-
based powder ingredient using a mixture design: Botanical origin effect and hydration properties.
LWT. 147(1), 111446 (2021). https://doi.org/10.1016/j.lwt.2021.111446

31. N.A. Rosli, B.B. Lee, K.F. Kasim, C.W.S.R. Mohamad, Atomisation and vacuum drying studies on
Malaysian honey encapsulation. Food Sci. Preservation. 30(4), 589–601 (2023).
https://doi.org/10.11002/kjfp.2023.30.4.589

32. M. Rossi, P. Marrazzo, The Potential of Honeybee Products for Biomaterial Applications.
Biomimetics 2021. 6(1), 1–14 (2021). https://doi.org/10.3390/biomimetics6010006. 6

33. H. Şimşek, E. Kaya, M. Özçelik, Radyasyona Maruz Birakilan Ratlarda Lipid Peroksidasyonu ve Bazi
Antioksidan Parametreler Üzerine Propolisin Etkisi. Ataturk Universitesi Veteriner Bilimleri Dergisi.
12(3), 296–303 (2017). https://doi.org/10.17094/ataunivbd.368893

34. S. Somwongin, P. Tammasorn, R. Limbunjerd, K. Norkaew, N. Lertprachyakorn, T. Kongsaeng, P.
Phokasem, T. Disayathanoowat, W.C. Lin, W. Chaiyana, Bee Product-Based Antimicrobial Film-
Forming Gels Targeting Staphylococcus aureus, Staphylococcus epidermidis, and Cutibacterium
acnes for Anti-Acne Applications. Gels 2025. 11(10) (2025). https://doi.org/10.3390/gels11100802.
11

35. T. Toniazzo, A.M. Fioroto, da E. Silva Araújo, C.C. Tadini, Honey powder produced by spray drying as
an ingredient: A new perspective using a plant-based protein as a carrier. Drying Technol. 41(10),
1651–1662 (2023). https://doi.org/10.1080/07373937.2023.2172028

36. A.N.Z. Zainuddin, N.N. Mustakim, F.A. Rosemanzailani, N.I.M. Fadilah, M. Maarof, M.B. Fauzi, A
Comprehensive Review of Honey-Containing Hydrogel for Wound Healing Applications. Gels 2025.

Page 15/19



11(3) (2025). https://doi.org/10.3390/gels11030194. 11

Figures

Figure 1

Macro- and micro-scale morphology of powdered Manuka honey obtained by MCC-assisted non-
thermal powdering. (A) Macroscopic appearance showing the dry and powder-like structure of the
formulation. (B–C) Light microscopic images showing irregular particle aggregates and heterogeneous
particulate organization.

Figure 2

SEM micrographs showing the distinct microstructural architectures of electrospun and powdered
Manuka honey formulations.(A–C) Electrospun formulation showing a continuous fibrous network. (D–
F) Powdered formulation showing irregular, agglomerated, plate-like, and particulate structures.
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Figure 3

Thermogravimetric profiles of powdered and electrospun Manuka honey formulations, showing
formulation-dependent thermal mass-loss behavior between 30 and 600 °C.
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Figure 4

FTIR spectra of powdered and electrospun Manuka honey formulations, showing retained honey-
associated spectral features and formulation-dependent spectral differences.
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Figure 5

Diffusion-based antibacterial response profiles of liquid, powdered, and electrospun Manuka honey
formulations compared with gentamicin against selected Gram-positive and Gram-negative bacterial
strains.
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